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NESTED FULLERENES ON GRAPHITE
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NESTED FULLERENES ON GRAPHITE

Sir-- Ugarte hasdescribed~ novel method of forming nested fullerenes by
irradiation of carbon soot using the high energy beam in a 300-kV electron
microscope,’-] I have observed similar structures on freshly cleaved ,Hjghly Otjented
Pyrolytic Graphite (HOPG) with a s~anningtunneling microscope (STM), The

‘spherical -sufic% features occur at the edge of the graphite layers and resemble the
nested fullerenes seen by Ugarte, Figure 1, shows a STM image of a HOPG
surface with stepped layer edges. The image shows possible nested fullerenes..
closely aligned along the graphite steps. The structures have a?liameter of
approximately 3,1 nanometers,

HOPG is a commonly examined surface by STM because it can be atomically flat
over relatively large areas2. This image was acquired in order to catalog various
surface defects on the otherwise flat HOPG surface. The goal of the experiment
was to characterize freshly cleaved surface prior to depositing proteins on HOPG
for infrared analysis and STM imaging3.

The edge of a graphite sheet would be a ideal location for forming fullerene
structures. The tendency of the graphite edges to reach the lowest energy
available would cause a strain relieving mechanism to eliminate dangling bonds and
curl at the edges4. The structures may have been formed at internal defects during
the high temperature synthesis of the HOPG and exposed by cleaving the crystal.

HOPG is a potentially valuable material for studying the fullerene forming
processes. It approximates single-crystal graphite in which the hexagonal sheets
are packed at near theoretical density. Cleaving HOPG produces freshly formed
stepped layers, HOPG has a relatively uniform, flat surface which may give more
experimental control in the electron beam formation of nested fullerenes.
Alternatively, one could imagine a miniature Kratschmer process using a helium
back filled vacuum STM, Pulsing with high tip voltage could form fullerenes and
tubes on HOPG in a organized pattern. The ability of the STM to interactively alter
and image the graphite surface may give insight to the fullerene forming process,
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FIG. 1 Possible nested fullerenes on the Iayer edge of Highly Oriented
Pyrolytic Graphite, The STM image was obtained with a bias voltage
of 80 mV and a set current of 4 nA .


